
 

 

1 

 

 

Terna Public Charitable Trust’s 

College of Engineering, Osmanabad 

Dept. of Civil Engineering 

 

Class:-T.Y.B Tech                                          Sub:- concrete Technology 

  

INDEX 

Sr 

No. 

Name of Experimental set 

(any five) 

Page 

No. 

DOP DOS Marks 

(10) 

Sign Remark 

01 Testing of Cement: 

Consistency, Fineness, 

Setting Time, Specific 

Gravity 

      

02 Soundness and Strength 

Test for Cement 

 

 

     

03 ) Testing of Aggregates: 

Specific Gravity, Sieve 

Analysis, Bulking of Fine 

Aggregate,       Flakiness 

Index, Elongation Index 

and Percentage Elongation 

 

 

     

04 Placement Tests on 

Concrete: Workability 

Tests: Slump, Compaction 

      

05 Strength Tests on Concrete: 

Compression, Flexure, 

Split & Tensile Test 

      

06 Effects of Admixture: 

Accelerator, Retarder, 

Super Plasticizer 

 

 

     

07 Exercise and verification of 

Concrete Mix Design 

 

 

     

08 Non-destructive Testing for 

Concrete 

      

 
 

 
 



 

 

2 

 
 

DO’S AND DON’T’S 

 

 

 

 
 MAINTAIN DISCIPLINE. 

 MAINTAIN SILENCE. 

 DO NOT COMMUNICATE WITHIN YOURS IF IN CASE OF 

DIFFICULTY APPROACH THE CONCERNED STAFF. 

 MAINTAIN LAB NOTEBOOK. 

 SWITCH ON THE POWER SUPPLY IN THE PRESENCE OF THE 

CONCERNED. 

 DO NOT HUDDLE AROUND THE EQUIPMENT. 

 HANDLE EQUIPMENT CAREFULLY. 

 KEEP SAFE DISTANCE FROM MOVING PARTS. 

 REPORT TO THE CONCERNED STAFF ABOUT BREAKDOWON 

IMMEDIATELY. 
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 FINENESS OF CEMENT 

 

 

  

Experiment No. : 01  
Aim:  To determine the fineness of the given sample of cement by using 90 micron IS sieve. 

 

Need And Scope Of The Experiment: 

The fineness of cement has an important bearing on the rate of hydration and hence on the rate of gain of 

strength and also on the rate of evolution of heat. Finer cement offers a greater surface area for hydration and 

hence the faster and greater the development of strength. Increase in fineness of cement is also found to 

increase the drying shrinkage of concrete. Fineness of cement is tested either by sieving or by determination of 

specific surface by air-permeability apparatus. Specific surface is the total surface area of all the particles in 

one gram of cement. 

 

Apparatus Required: 

 
1. IS-90 micron sieve conforming to IS:460-1965 

2. Standard weight balance  

3. Brush  

 

Procedure: 

      1.  Weigh accurately 100 g of cement and place it on a standard 90 micron IS sieve.  

      2.  Break down any air-set lumps in the cement sample with fingers.  

      3.  Continuously sieve the sample giving circular and vertical motion for a period of 15 minutes.  

      4.  Weigh the residue left on the sieve. As per IS code the percentage residue should not exceed 10%.  

 

Precaution:  

Air set lumps in the cement sample are to be crushed using fingers and not to be pressed with the sieve. 

Sieving shall be done holding the sieve in both hands and with gentle wrist motion. More or less continuous 

rotation of the sieve shall be carried out throughout sieving. 

 
Observations And Recording: 

         

         Data and observation sheet for water content determination 

 

S.No weight of sample weight of residue(g) Fineness (%) 

 Taken     

      

      

      

 
Average fineness of cement = 

 
Results: 

 
Fineness of given sample of cement = 
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STANDARD CONSISTANCY 

 

  

Experiment No. : 02  
Aim:  To determine the quantity of water required to produce a cement paste of standard consistency. 

 

Need And Scope: 

The standard consistency of a cement paste is defined as that consistency which will permit the vicat plunger 

to penetrate to a point 5 to 7 mm from the bottom of the vicat mould. For finding out initial setting time, final 

setting time, soundness of cement and compressive strength of cement, it is necessary to fix the quantity of 

water to be mixed in cement in each case. This experiment is intended to find out the quantity of water to be 

mixed for a given cement to give a cement paste of normal consistency and can be done with the help of vicat 

apparatus. 

 

Apparatus Required: 

 
1. Vicat apparatus (conforming to IS: 5513 - 1976)  

2. Plunger (10 mm in diameter) 

3. Standard weight balance. 

4. Measuring Cylinder 

 
Procedure: 

 
1. Prepare a paste of weighed quantity of cement (300 grams) with a weighed quantity of potable or 

distilled water, starting with 26% water of 300g of cement.   
2. Take care that the time of gauging is not less than 3 minutes, not more than 5 minutes and the gauging 

shall be completed before setting occurs.   
3. The gauging time shall be counted from the time of adding the water to the dry cement until 

commencing to fill the mould.  

4. Fill the vicat mould with this paste, the mould resting upon a non porous plate.  

5. After completely filling the mould, trim off the surface of the paste, making it in level with the top of 

the mould. The mould may slightly be shaken to expel the air.  

6. Place the test block with the mould, together with the non-porous resting plate, under the rod bearing 

the plunger (10mm diameter), lower the plunger gently to touch the surface of the test block and 

quickly release, allowing it to penetrate into the paste.  

7. This operation shall be carried out immediately after filling the mould.  

8. Prepare trial pastes with varying percentages of water and test as described above until the amount of 

water necessary for making the standard consistency as defined above is obtained.  

9. Express the amount of water as a percentage by weight of the dry cement.  

  
Precautions: Clean appliances shall be used for gauging. In filling the mould the operator hands and the blade 

of the gauging trowel shall alone be used. The temperature of cement, water and that of test room, at the time 

when the above operations are being performed, shall be 27 + 2 C. For each repetition of the experiment fresh 

cement is to be taken. 
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Observations: 

        

 Weight  of cement Weight of water Plunger 
Time 

Consistency of  

Sr. No taken in gms 
 

taken in gms penetration cement in % by 
 

 
Taken 

 
 

(a) 
 

(b) (mm) weight b/a * 100 
 

    

         

         

         
 

Results:  Normal consistency for the given sample of cement is found to be   -------- 
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INITIAL AND FINAL SETTING TIME OF CEMENT 

 

  

Experiment No. : 03 
Aim:  To determine the initial and final setting times for the given sample of cement. 
 
Need And Scope: 

 
In actual construction dealing with cement, mortar or concrete, certain time is required for mixing, transporting 

and placing. During this time cement paste, mortar, or concrete should be in plastic condition. The time 

interval for which the cement products remain in plastic condition is known as the setting time. Initial setting 

time is regarded as the time elapsed between the moment that the water is added to the cement to the time that 

the paste starts losing its plasticity. The final setting time is the time elapsed between the moment the water is 

added to the cement, and the time when the paste has completely lost its plasticity and has attained sufficient 

firmness to resist certain pressure. The constituents and fineness of cement is maintained in such a way that the 

concrete remains in plastic condition for certain minimum time. Once the concrete is placed in the final 

position, compacted and finished it should lose its plasticity in the earliest possible time so that it is least 

vulnerable to damages from external destructive agencies. This time should not be more than 10 hours which is 

referred to as final setting time. Initial setting time should not be less than 30 minutes. 

 

Apparatus Required: 

 
1. Vicat apparatus (conforming to IS: 5513 - 1976)  

2. Needle and Circular Arrangement 

3. Standard weight balance. 

4. Measuring Cylinder 

 

Procedure: 

Preparation of Test Block: 

1. Prepare a neat cement paste by gauging 300 grams of cement with 0.85 times the water required to give 

a paste of standard consistency.   
2. Potable or distilled water shall be used in preparing the paste.  

3. The paste shall be gauged in the manner and under the conditions prescribed in determination of 

consistency of standard cement paste.   
4. Start a stop-watch at the instant when water is added to the cement.  

5. Fill the mould with the cement paste gauged as above the mould resting on a nonporous plate.  

6. Fill the mould completely and smooth off the surface of the paste making it level with the top of the 

mould. The cement block thus prepared in the mould is the test block.  

 
Determination Of Initial Setting Time: 

  
1. Place the test blocks confined in the mould and rest it on the non-porous plate, under the rod bearing 

initial setting needle, lower the needle gently in contact with the surface of the test block and quickly 

release, allowing it to penetrate into the test block.   
2. In the beginning, the needle will completely pierce the test block.  

3. Repeat this procedure until the needle, when brought in contact with the test block and released as 

described above, fails to pierce the block to a point 5 to 7 mm measured from the bottom of the mould 
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shall be the initial setting time.  
 
Determination Of Final Setting Time: 

 
1. Replace the needle of the Vicat apparatus by the needle with an annular attachment.   
2. The cement shall be considered as finally set when, upon applying the needle gently to the surface of 

the test block, the needle makes an impression there on, while the attachment fails to do so. 

3. The period elapsed between the time when water is added to the cement and the time at which the 

needle makes an impression on the surface of test block while the attachment fails to do so shall be the 

final setting time. 

 
Precautions:  
Clean appliances shall be used for gauging. All the apparatus shall be free from vibration during the test. The 

temperature of water and that of the test room, at the time of gauging shall be 27 0C + 20 C. Care shall be 

taken to keep the needle straight. 

 
 

Figure:  Vicats Appratus 

 

 
Observations: 

 
a) Observed time in at start of test: 

b) Observed time for penetration of needle: 

c) Observed time for penetration of circular arrangement: 

 
Results:  
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 Initial setting time for the given sample of cement =  
Final setting time for the given sample of cement = 
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SPECIFIC GRAVITY OF CEMENT 

Exp. No.: 4 

 

AIM: To determine the specific gravity of given sample of cement.  

 

APPARATUS:   

  Weighing balance 

  specific gravity bottle (50ml capacity) 

  kerosene 

  funnel 
 

 INTRODUCTION:  

          Specific gravity is defined as the ratio between weight of a given volume of material and weight of 

an equal volume of water. To determine the specific gravity of cement, kerosene is used which does not 

react with cement.  

 

PROCEDURE:  

1. Clean and dry the specific gravity bottle and weigh it with the stopper (W1).  

2. Fill the specific gravity bottle with cement sample at least half of the bottle and weigh 

    with stopper (W2).  

3. Fill the specific gravity bottle containing the cement, with kerosene (free of water)  

     placing the stopper and weigh it (W3)  While doing this do not allow any air bubbles to 

     remain in the specific gravity bottle.  

4.  After weighing the bottle, the bottle shall be cleaned and dried again. 

5. Then fill it with fresh kerosene and weigh it with stopper (W4).  

6. Remove the kerosene from the bottle and fill it with full of water and weigh it with stopper (W5). 

OBSERVATIONS: 

Description of item Trial 1 Trial 2 

Weight of empty bottle(W1 g)   

Weight of bottle + Cement ( W2 g)   

Weight of bottle + Cement + Kerosene( W3 g)   

Weight of bottle + Full Kerosene( W4 g)   

Weight of bottle + Full Water( W5 g)   
 

                                                     (W2 - W1)* (W4 - W1) 

Specific gravity of Cement =-------------------------------------------------- 

                                              ((W4 - W1)-(W3-W2))*(W5 - W1) 
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 SOUNDNESS OF CEMENT 

 

 

  

Experiment No. : 05 
Aim:  To determine the soundness of the given sample of cement by "Le Chatelier" Method. 
 

Need And Scope Of The Experiment: 

It is essential that the cement concrete shall not undergo appreciable change in volume after setting. This is 

ensured by limiting the quantities of free lime, magnesia and sulphates in cement which are the causes of the 

change in volume known as unsoundness. Unsoundness in cement does not come to surface for a considerable 

period of time. This test is designed to accelerate the slaking process by the application of heat and discovering 

the defects in a short time. Unsoundness produces cracks, distortion and disintegration there by giving passage 

to water and atmospheric gases which may have injurious effects on concrete and reinforcement.  
The apparatus for conducting the test consists of small split cylinder of spring brass or other suitable metal of 

0.5mm thickness forming a mould 30 mm internal diameter and 30mm high. On either side of the split mould 

are attached to indicators with pointed ends, the distance from these ends to the center of the cylinder being 

165 mm. The mould shall be kept in good condition with the jaws not more than 50mm apart. 

 

Apparatus Required: 

 
1. Le Chatelier apparatus conforming to IS 5514-1969 

2. Standard weight balance. 

3. Measuring Cylinder 

4. Water bath 

 

Procedure: 

1. Place the lightly oiled mould on a lightly oiled glass sheet and fill it with cement paste formed by 

gauging cement with 0.78 times the water required to give a paste of standard consistency.   
2. The paste shall be gauged in the manner and under the conditions prescribed in determination of 

consistency of standard cement paste, taking care to keep the edges of the mould gently together.   
3. While this operation is being performed cover the mould with another piece of glass sheet, place a 

small weight on this covering glass sheet and immediately submerge the whole assembly in water at a 

temperature of 27 0 - 20 C and keep there for 24 hours.  

4. Measure the distance separating the indicator points.  

5. Submerge the moulds again in water at the temperature prescribed above.  

6. Bring the water to boiling, with the mould kept submerged for 25 to 30 minutes, and keep it boiling for 

three hours.   
7. Remove the mould from the water allow it to cool and measure the distance between the indicator 

points.   
8. The difference between these two measurements represents the expansion of the cement.   
9. For good quality cement this expansion should not be more than 10mm.  
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Figure:  Le Chatelier Appratus 

 

 

Observations: 

a) Initial distance between the indicator points in mm =  

b) Final distance between the indicator points in mm =  

c) Expansion in mm = final length - initial length =  

 

 
Result: Expansion in mm  

 

 

 

 
 



 

 

13 

 
  

 COMPRESIVE STRENGTH OF CEMENT 

 

 

  

Experiment No. : 06  
Aim:  To determine the compressive strength of standard cement mortar cubes compacted by means of 

standard vibration machine. 
 

Need And Scope Of The Experiment: 

The compressive strength of cement mortars is determined in order to verify whether the cement conforms to 

IS specifications and whether it will be able to develop the required compressive strength of concrete. The 

average compressive strength of at least three mortar cubes (area of the face 50 cm2 ) composed of one part of 

cement and three parts of standard stand should satisfy IS code specifications. 

 

Apparatus Required: 

 
1. Cube moulds of size 7.06 cms (Conforming to IS: 4031-1988) 

2. Measuring cylinder. 

3. Standard weight balance. 

4. Stop watch. 

5. Vibrating Table 

6. Mixing Pan 

7. Spatula/ Trowel 

8. Standard Sand: The standard sand to be used in the test shall conform to IS: 650-1991 or sand passing 

100 percent through 2 mm sieve and retained 100 percent on 90 micron IS sieve. 

2mm to 1mm 33.33 percent 

1mm to 500 microns 33.33 percent 

500mm to 90 microns 33.33 percent. 

 

Procedure: 

      1.  Mix proportions and mixing: 

1. Clean appliances shall be used for mixing and the temperature of the water and that of the test room at 

the time when the above operations are being performed shall be 27 + 2oC.   
2. Place in a container a mixture of cement and standard sand in the proportion of 1:3 by weight mix it 

dry, with a trowel for one minute and then with water until the mixture is of uniform color.   
3. The quantity of water to be used shall be as specified below.  

4. In any element, it should not take more than 4 minutes to obtain uniform colored mix.   
5. If it exceeds 4 minutes the mixture shall be rejected and the operation repeated with a fresh quantity of 

cement, sand and water.  

6. The material for each cube shall be mixed separately and the quantity of cement standard sand and 

water shall be as follows: 

Cemen 200 gms ,Standard sand 600 grms, Water (P/4 + 3.0) percent of combined weight of cement 

and sand, where p is the percentage of water required to produce a paste of standard consistency. 

 

Moulding Specimens: 

1. In assembling the moulds ready for use, cover the joints between the halves of the mould with a thin 

film of petroleum jelly and apply a similar coating of petroleum jelly between the contact surfaces of 

the bottom of the mould and its base plate in order to ensure that no water escapes during vibration.  
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2. Treat the interior faces of the mould with a thin coating of mould oil.  

3. Place the assembled mould on the table of the vibration machine and firmly hold it is position 

by means of suitable clamps.  

4. Securely attach a hopper of suitable size and shape at the top of the mould to facilitate filling 

and this hopper shall not be removed until completion of the vibration period.   
5. Immediately after mixing the mortar, place the mortar in the cube mould and rod with a rod.  

6. The mortar shall be rodded 20 times in about 8 seconds to ensure elimination of entrained air 

and honey combing.  

7. Place the remaining quantity of mortar in the hopper of the cube mould and rod again as 

specified for the first layer and then compact the mortar by vibrations.   
8. The period of vibration shall be two minutes at the specified speed of 12,000 + 400 vibrations 

per minute.   
9. At the end of vibration remove the mould together with the base plate from the machine and 

finish the top surface of the cube in the mould by smoothing surface with the blade of a trowel.  

Curing Specimen: 

1. Keep the filled moulds at a temperature of 27 + 20 C in an atmosphere of at least 90 % relative 
humidity for about 24 hours after completion of vibration.   

2. At the end of that period remove them from the moulds.  

3. Immediately submerge in clean fresh water and keep them under water until testing.   
4. The water in which the cubes are submerged shall be renewed every 7 days and shall be maintained at a 

temperature of 27 0C + 20C.  

5. After they have been taken out and until they are tested the cubes shall not be allowed to become dry.  

 

         

Testing: 

1. Test three cubes for compressive strength at the periods mentioned under the relevant specification for 

different hydraulic cements, the periods being reckoned from the completion of vibration.  

2. The compressive strength shall be the average of the strengths of three cubes for each period of curing.  

3. The cubes shall be tested on their sides without any packing between the cube and the steel platens of 

the testing machine.  

4. One of the platens shall be carried base and shall be self adjusting and the load shall be   
steadily and uniformly applied starting from zero at a rate of 350 Kgs/Cm2/ min. The cubes are tested 

at the following periods  
Ordinary portland cement 3, 7 and 28 days. 

Rapid hardening portland cement     1 and 3 days. 

   Low heat portland cement            3 and 7 days. 

Precautions: Inside of the cube moulds should be oiled to prevent the mortar from adhering to the sides of the 

mould. 
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Calculation:  
Calculate the compressive strength from the crushing load and the average area over which the load is applied. 

Express the results in N/mm2 to the nearest 0.05 mm2. 

Compressive strength in N/mm2 = P/A = 

Where P is the crushing load in N and A is the area in mm2 (5000 mm2) 

 

Results: 

The average compressive strength of the given cement  
at 3 days N/mm2 

at 7 days N/mm2 

at 28 days N/mm 
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FINENESS MODULUS OF FINE AGGREGATE 

 

  

Experiment No. : 07 
Aim:  To determine the fineness modulus of given fine aggregate. 
 

 

Need And Scope Of The Experiment: 

Fine aggregate is sand used in mortars. Coarse aggregate is broken stone used in concrete. The size of the fine 

aggregate is limited to maximum 4.75 mm (4800 microns) beyond which it is known as coarse aggregate. 

Fineness modulus is only a numerical index of fineness, giving some idea about, the mean size of the particles 

in the entire body of concrete. Determination of fineness modulus is considered as a method of standardization 

of grading of aggregates i.e. the main object of finding fineness modulus is to grade the given aggregate for the 

most economical mix and workability with minimum quantity of cement. It is obtained by sieving known 

weight of given aggregate in a set of standard sieves and by adding the percent weight of material retained on 

all the sieves and dividing the total percentage by 100. 

 

Apparatus Required: 

 
1. IS Sieve set (4.75mm, 2.36mm, 1.18mm, 600u, 300u, 150u, 75u) 

2. Receiving Pan  

3. Standard weight balance 

4. Trowel 

5. Tray  

 

Procedure: 

1. Take 1 Kg of sand from sample by quartering in clean dry plate.  

2. Arrange the sieves in order of 4.75mm, 2.36mm, 1.18mm, 600u, 300u, 150u and 75u at bottom. 

3. Fix them in the sieve shaking machine with the pan at the bottom and cover at the top.   
4. Keep the sand in the top sieve no 4.75, carry out the sieving in the set of sieves and arranged before 

for not less than 10 minutes.  

Find the weight retained in each sieve. 

 
Precautions: 

1. The sample should be taken by quartering.  

2. The sieving must be done carefully to prevent the spilling of aggregate 
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Observations: 

                        Wt. of fine aggregate taken:               Kgs 

                                

               

Weight % Weight % weight 

Cumulative 

S.No Sieve size % Weights 

retained retained passing   

retained      

1. 4.75 mm     

2. 2.36 mm     

3. 1.18 mm     

4. 600 un     

5. 300um     

6. 150 um     

7. 75 um     

8. Pan     

 Total     

 
 

Fineness Modulus: Sum of Cumulative percentage Wt. retained /100 

 
Result: The fineness modulus of given fine aggregate: 
 

 
Comments: Limits of fineness modulus of aggregates. 
 

Maximum size of aggregate Minimum retained Maximum retained 

Fine aggregate 2 3.5 
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FINENESS MODULUS OF COARSE AGGREGATE 

 

 

  

Experiment No. : 08  
Aim:  To determine the fineness modulus of given coarse aggregate. 
 

Need And Scope Of The Experiment: 

Fine aggregate is sand used in mortars. Coarse aggregate is broken stone used in concrete. The size of the fine 

aggregate is limited to maximum 4.75 mm (4800 microns) beyond which it is known as coarse aggregate. 

Fineness modulus is only a numerical index of fineness, giving some idea about, the mean size of the particles 

in the entire body of concrete. Determination of fineness modulus is considered as a method of standardization 

of grading of aggregates i.e. the main object of finding fineness modulus is to grade the given aggregate for the 

most economical mix and workability with minimum quantity of cement. It is obtained by sieving known 

weight of given aggregate in a set of standard sieves and by adding the percent weight of material retained on 

all the sieves and dividing the total percentage by 100. 

 

Apparatus Required: 

 

1. IS Sieve set (4.75mm, 2.36mm, 1.18mm, 600u, 300u, 150u, 75u) 

2. Receiving Pan  

3. Standard weight balance 

4. Trowel 

5. Tray  

  

 

Procedure: 

1. Take 5Kgs of coarse aggregate (nominal size 20mm) from the sample by quartering.   
2. Carry out sieving by hand, shake each sieve in order 80mm, 40mm, 20mm, 12.5mm,10mm , 4.75mm 

over a clean dry tray for a period of not less than 2 minutes.   
3. The shaking is done with a varied motion backward and forward, left to right, circular, clockwise 

and anticlockwise and with frequent jarring.   
4. So that material is kept moving over the sieve surface in frequently changing directions.   

Find the weight retained on each sieve taken in order 

 
Precaution:  

1.   The sample should be taken by quartering.  

      2.     The sieving must be done carefully to prevent the spilling of aggregate  
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Observations: 

                        Wt. of coarse aggregate taken:               Kgs 

                                

               

Weight % Weight % weight 

Cumulative 

S.No Sieve size % Weights 

retained retained passing   

retained      

1. 4.75 mm     

2. 2.36 mm     

3. 1.18 mm     

4. 600 un     

5. 300um     

6. 150 um     

7. 75 um     

8. Pan     

 Total     

 
 

Fineness Modulus: Sum of Cumulative percentage Wt. retained /100 

 
Result: The fineness modulus of given coarse aggregate: 

 

Comments: Limits of fineness modulus of aggregates. 
 
Maximum size of aggregate Minimum retained Maximum retained 

Coarse aggregate   

20 mm 6 6.9 

40 mm 6.9 7.5 

75 m 7.5 8.0 

150 mm 8.0 8.5 
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 SPECIFIC GRAVITY AND MOISTURE CONTENT 

OF FINE AGGREGATE 

 

 

  

Experiment No. : 09  
Aim:  To determine specific gravity and moisture content of a given sample of fine aggregate. 

 

Need And Scope Of The Experiment: 

The specific gravity of an aggregate is generally required for calculations in connection with cement concrete 

design work for determination of moisture content and for the calculations of volume yield of concrete. The 

specific gravity also gives information on the quality and properties of aggregate. The specific gravity of an 

aggregate is considered to be a measure of strength of quality of the material. Stones having low specific 

gravity are generally weaker than those with higher specific gravity values.  
The bulk density of an aggregate is used for judging its quality by comparison with normal density for that 

type of aggregate. It is required for converting proportions by weight into proportions by volume and is used in 

calculating the percentage of voices in the aggregate. 

 

Specific Gravity : It is the weight of aggregate relative to the weight of equal volume of water 

 

Apparatus Required: 

 

                            1. Pycnometer. 

                                 2. Measuring Cylinder. 

                                 3. Electric Oven 

                                 4. Standard weight balance 

Procedure:  

1.  A sample of about 500 g shall be placed in the tray and covered with distilled water at a temperature of 22 

to 32°C. Soon after immersion, air entrapped in or bubbles on the surface of the aggregate shall be removed by 

gentle agitation with a rod. The sample shall remain immersed for 24 ± l/2 hours. 

2. The water shall then be carefully drained from the sample, by decantation through a filter paper, any 

material retained being return& to the sample. The fine aggregate including any solid matter retained on the 

filter paper shall be exposed to a gentle current of warm air to evaporate surface moisture and the material just 

attains a ‗free-running‘ condition. The saturated and surface-dry sample shall be weighed (weight A). 

3. The aggregate shall then be placed in the pycnometer which shall be filled with distilled water. Any trapped 

air shall be eliminated by rotating the pycnometer on its side, the hole in the apex of the cone being covered 

with a finger. The pycnometer shall be dried on the outside and weighed (weight B). 

4. The contents of the pycnometer shall be emptied into the tray, care being taken to ensure that all the 

aggregate is transferred. The pycnometer shall be refilled with distilled water to the same level as  before, dried 

on the outside and weighed (weight C). 

5. The water shall then be carefully drained from the sample by decantation through a filter paper and any 

material retained returned to the sample. The sample shall be placed in the oven in the tray at a temperature of 

100 to 110°C for 24 f l/2 hours, during which period it shall be stirred occasionally to facilitate drying. It shall 

be cooled in the air-tight container and weighed (weight D). 

6. Calculations— Specific gravity, apparent specific gravity and water &sorption shall be calculated as 

follows: 
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Figure:  Pycnometer 

Result:  

i) The Specific Gravity of a given sample of fine aggregate is found to be …….  

ii) The Water Absorption of a given sample of fine aggregate is found to be ……. % 

 

 



 

 

22 

 
  

 SPECIFIC GRAVITY AND MOISTURE CONTENT 

OF COARSE AGGREGATE 

 

 

  

Experiment No. : 10 
Aim:  To determine specific gravity and moisture content of a given sample of coarse aggregate. 
 

Need And Scope Of The Experiment: 

The specific gravity of an aggregate is generally required for calculations in connection with cement concrete 

design work for determination of moisture content and for the calculations of volume yield of concrete. The 

specific gravity also gives information on the quality and properties of aggregate. The specific gravity of an 

aggregate is considered to be a measure of strength of quality of the material. Stones having low specific 

gravity are generally weaker than those with higher specific gravity values.  
The bulk density of an aggregate is used for judging its quality by comparison with normal density for that 

type of aggregate. It is required for converting proportions by weight into proportions by volume and is used in 

calculating the percentage of voices in the aggregate. 
 
 Specific gravity: It  is the weight of aggregate relative to the weight of equal volume of water 

 

Apparatus Required: 

 

      1. Wire mesh basket 

      2. Measuring Cylinder. 

      3. Electric Oven 

      4. Standard weight balance 

 

Procedure: 

1. A sample of not less than 2000 g of the aggregate shall be thoroughly washed to remove finer particles and 

dust, drained and then placed in the wire basket and immersed in distilled water at a temperature between 22°C 

to 32°C with a cover of at least 5 cm of water above the top of the basket. 

2. Immediately. after immersion the entrapped air shall be removed from the sample by lifting the basket 

containing it 25 mm above the base of the tank and allowing it to drop 25 times at the rate of about one drop 

per second. The basket and aggregate shall remain completely immersed during the operation and for a period 

of 24 ± l/2 hours afterwards. 

3. The basket and the sample shall then be jolted and weighed in water at a temperature of 22°C to 32°C 

(weight A1). 

4. The basket and the aggregate shall then be removed from the water and allowed to drain for a few minutes, 

after which the, aggregate shall be gently emptied from the basket on to one of the dry clothes, and the empty 

basket shall be returned to the water and weighed in water ( weight A2 ). 

5. The aggregate placed on the dry cloth shall be gently surface dried with the cloth, transferring it to the 

second dry cloth when the first will remove no further moisture. The aggregate shall then be weighed (weight 

B). 

6. The aggregate shall then be placed in the oven in the shallow tray, at a temperature of 100 to 110°C and 

maintained at this temperature for 24 ± l/2 hours. It shall then be removed from the oven, cooled in the airtight 

container and weighed (weight C). 

7. Calculations— Specific gravity, apparent specific gravity and water &sorption shall be calculated as 

follows: 
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Figure:  Bucket & Container 

 

 

 

 
Result:  

 

i) The Specific Gravity of a given sample of coarse aggregate is found to be …….  

ii) The Water Absorption of a given sample of coarse aggregate is found to be ……. % 
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Experiment No. : 11 

 

Title : Determination of Bulking of Fine Aggregate 

 

Objective : To determine bulking of a given sample of fine aggregate. 

 

Theory :  

          Free moisture forms a film around each particle. This film of moisture exerts what is known as surface 

tension which keeps the neighbouring particles away from it. Similarly, the force exerted by surface tension keeps 

every particle away from each other. Therefore, no point contact is possible between the particles. This causes 

bulking of the volume. It is interesting to note that the bulking increases with the increase in moisture content upto 

a certain limit and beyond that the further increase in the moisture content results in the decrease in the volume and 

at a moisture content representing saturation point, the fine aggregate shows no bulking. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Apparatus : Measuring jar, Taping rod etc. 

Procedure : 1. Put sufficient quantity of the sand loosely into a container. Level off the top of the sand and pushing 

a steel rule vertically down through the sand at the middle to the bottom, measure the height. Suppose this is h1 

cm.  

2. Empty the sand out of the container into another container where none of it will be lost. Half fill the first 

container with water. Put back about half the sand and rod it with a steel rod, about 6 mm in diameter, so that its 

volume is reduced to a minimum. Then add the remainder of the sand and rod it in the same way.  

3. The percentage of bulking of the sand due to moisture shall be calculated from the formula: 

 

Percentage Bulking  

 

Conclusion / Result : Bulking of a given sample of fine aggregate is found to be ……. % 
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FLACKINESS AND ELONGATION INDEX 

 

  

Experiment No. : 12  
Aim:  To determination of Flakiness Index and Elongation Index of Course Aggregates. 
 

 

Need And Scope Of The Experiment: 

Particle shape and surface texture influence the properties of freshly mixed concrete more than the properties 

of hardened concrete. Rough-textured, angular, and elongated particles require more water to produce 

workable concrete than smooth, rounded compact aggregate. Consequently, the cement content must also be 

increased to maintain the water-cement ratio. Generally, flat and elongated particles are avoided or are limited 

to about 15 % by weight of the total aggregate. 

 

Apparatus Required: 

      1. Length Gauge 

      2. Thickness Gauge 

      3. Standard weight balance 

 

Procedure: 

1.  Sample - A quantity of aggregate shall be taken sufficient to provide the minimum number of 200 pieces of 

any fraction to be tested. 

2. Sieving - The sample shall be sieved in accordance with the method described in Exp 6 and 7 with the sieves 

specified in Table 

3. Separation of Flaky material- Each fraction shall be gauged in turn for thickness on a metal gauge of the 

pattern shown in Fig. 11.1, or in bulk on sieves having elongated slots. The width of the slot used in the gauge 

or sieve shall be of the dimensions specified in co1 3 of Table 3.18 for the appropriate size of material. 

4. Weighing of Flaky Material - The total amount passing the gauge shall be weighed to an accuracy of at least 

0.1 percent of the weight of the test sample. 

5. The flakiness index is the total weight of the material passing the various thickness gauges or sieves, 

expressed as a percentage of the total weight of the sample gauged. 

6.Sieving - The sample shall be sieved in accordance with the method described in Exp. 6 and 7 with the sieves 

specified in Table 3.18. 

7. Separation of Elongated Material- Each fraction shall be gauged individually for length on a metal length 

gauge of the pattern shown in Fig. 11.2. The gauge length used shall be that specified in co1 4 of Table 3.18 

for the appropriate size of material. 

8. Weighing of Elongated Material - The total amount retained by the length gauge shall be weighed to an 

accuracy of at least 0.1 percent of the weight of the test sample. 

9. The elongation index is the total weight of the material retained on the various length gauges, expressed as a 

percentage of the total weight of the sample gauged. 
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Figure:  Thickness Gauge 
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Figure:  Length Gauge 

Observations: 
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Calculations: 

 

 
Result: 
i) The flakiness index of a given sample of fine aggregate is ………. % 

 ii) The elongation index of a given sample of fine aggregate is ……..% 
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 SLUMP CONE TEST 

 

 

  

Experiment No. : 13 

Aim:  To Determination of Workability of Fresh Concrete By Slump Cone Test. 

Reference: IS: 7320-1974, IS: 1199-1959, SP : 23-1982 

Theory: The  word   workability   or workable  concrete  signifies much  wider  and  deeper meaning than  the  

other terminology  consistency  often used loosely for workability. Consistency is a general term to indicate 

the degree of fluidity or the degree of mobility. This test is performed to check the consistency of freshly made 

concrete. Consistency is a term very closely related to workability. It is a term which describes the state of 

fresh concrete. It refers to the ease with which the concrete flows. It is used to indicate the degree of wetness. 

Workability of concrete is mainly affected by consistency i.e. wetter mixes will be more workable than drier 

mixes, but concrete of the same consistency may vary in workability. It can also be defined as the relative 

plasticity of freshly mixed concrete as indicative of its workability. So concrete may have the following types 

of consistency: 

1) Plastic consistency:  When it can be shaped into a ball between the palms of hands and adheres to the skin. 

2) Semi-fluid consistency:  This cannot be rolled into a ball but spreads out without affecting the cohesion of 

the constituents so that segregation doesn’t take place. 

3) Fluid consistency:  Which spreads out rapidly and segregation takes place. 

Thus different degree of workability is required at different occasions. If the structure is RCC and the steel 

bars too much close to each other than high workability is required i.e. fluid consistency. While where the inter 

bars space is large than concrete of semi-fluid or plastic consistency is required. 

Apparatus details:  
The mould for slump test is a frustum of a cone: 

 a) 30cm in height.  

 b) 20cm diameter at the base. 

 c) 10cm diameter at the top. 

 The cone is made up of metal and is provided with handles on two sides of the cone. For firm holding 

of the cone during the test it is also provided with foot-rests brazed to the mould near the bottom. The cone is 

placed on a plane metallic bottom surface. Before using of cone in the test it is thoroughly cleaned inside and 

also some oil is applied so that during the lifting of cone no friction is provided. 

Slump Test: Slump test is the most commonly used method of measuring consistency of concrete which can 

be employed either in laboratory or at site of work. It is not a suitable method for very wet or very dry can be 

employed either in laboratory or at site of work. It is not a suitable method for very wet or very dry placability 

of the concrete. The pattern of slump is shown  in Fig. below It indicates  the characteristic of  concrete in 

addition to the slump value. If the concrete slumps evenly it is called true slump. If  one half of the cone slides 
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down, it is called shear slump. In case of a shear slump, the slump value is measured as the difference in height 

between the height of the mould and the average value of the subsidence. 

Procedure  :  

1) Dampen the mold and place it on a flat, moist, nonabsorbent (rigid) surface. It shall be held firmly in place  

during  filling  by  the  operator  standing  on  the  two  foot  pieces. Immediately  fill the  mold  in three layers, 

each approximately one third the volume of the mold. 

2) Rod each layer with 25 strokes of the tamping  rod. Uniformly  distribute the strokes over the cross section 

of each layer. 

3) In  filling and rodding the top layer,  heap  the concrete above the  mold  before  rodding  start.  If the In  

filling and rodding the top layer,  heap  the concrete above the  mold  before  rodding  start.  If the additional 

concrete to keep an excess of concrete above the top of the mold at all time. 

4) After the top layer has been rodded, strike off the surface of the concrete by means of screeding and rolling 

motion of the tamping rod. 

5) Remove  the  mold  immediately  from  the  concrete  by  raising  it  carefully  in  the  vertical  direction. 

Raise the mold a distance of 300 mm in 5 ± 2 sec by a steady upward lift with no lateral or torsional motion. 

6) Immediately measure the slump by determining the vertical difference between top of the mold and the 

displaces original center of the top surface of the specimen. Complete the entire test from the start of the filling 

through removal of the mold without interruption and complete it within 2½ min. 

7) If a decided  falling away or shearing off of  concrete  from one side  or portion of the mass  occurs 

disregard the test and make a new test on another portion of the sample. If two consecutive tests on a sample of  

concrete  show a falling  away  or  shearing off of  a portion of  concrete  from the mass  of specimen,  the  

concrete  lacks  necessary  plasticity  and  cohesiveness  for  the  slump  test  to  be applicable. 

8) After  completion  of  the  test,  the  sample  may be used  for  casting  of  the  specimens  for  the  future 

testing. 
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Figure: Slump Cone Test 

 

Observation :   

1) The vertical difference between top of the mold and the displaces original center of the top surface of the 

specimen ………… mm. 

2) The pattern of slump is shown True Slump/Shear Slump/ Collapse Slump. 

 
 

Conclusion / Result  : 

 

The slump of concrete ……….. mm indicate Low/ Medium/ High Degree of workability 
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 COMPACTION FACTOR TEST 

 

 

  

Experiment No. : 14 

Aim:  Determination of Workability of Fresh Concrete By Compacting Factor Test. 

Reference: IS: 1199-1959, SP : 23-1982 

Theory: Compacting Factor Test: The compacting factor test is designed primarily for use in the laboratory 

but it can also be used in the field. It is more precise and sensitive than the slump test and is particularly useful 

for  concrete  mixes  of  very  low workability as  are  normally  used when  concrete is  to  be  compacted  by 

vibration. The method applies to plain and air-entrained concrete, made with lightweight, normal weight or 

heavy aggregates having a nominal maximum size of 40 mm or less but not to aerated concrete or no-fines 

concrete. 

Apparatus details:  
Compacting Factor Apparatus,  Trowel, Scoop about 150 mm long., Balance capable of weighing up to 25 kg 

with the sensibility of 10 g. Weights and weighing device, Tamper ( 16 mm in diameter and 600 mm length), 

Ruler, Tools and containers for mixing, or concrete mixer etc. 

Procedure  :  

1) The internal surface of the hoppers and cylinder shall be thoroughly clean and free from superfluous 

moisture and any set of concrete commencing the test. 

2) The sample of concrete to be tested shall be placed gently in the upper hopper using the scoop. The trap 

door shall be opened immediately after filling or approximately 6 min after water is added so that the concrete 

fails into the lower hopper. During this process the cylinder shall be covered. 

3) Immediately after the concrete has come to the rest the cylinder shall be uncovered, the trap door of the 

lower hopper opened and the concrete allowed falling to into the cylinder. 

4) For some mixes have a tendency to stick in one or both of the hoppers. If this occurs the concrete shall be 

helped through by pushing the tamping rod gently into the concrete from the top. 

5) The excess of concrete remaining above the level of the top of the cylinder shall then be cut off by holding  

a  trowel  in  each  hand,  with  the  plane  of  the  blades  horizontal,  and  moving  them simultaneously one 

from each  side  across  the  top  of  the cylinder, at  the  same time keeping  them pressed on the top edge of 

the cylinder. The outside of the cylinder shall then be wiped clean. This entire process shall be carried out at a 

place free from vibration or shock. 

6) Determine the weight of  concrete  to  the  nearest  10  g.  This  is  known  as  "weight  of  partially 

compacted concrete W1 

7) Refill the cylinder with concrete from the same sample in layers approximately 50 mm depth. The layers 

being heavily rammed with the compacting rod or vibrated to obtain full compaction. The top surface of the 
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fully compacted concrete shall be carefully struck off and finished level with the top of the cylinder. Clean up 

the outside of the cylinder. 

8) Determine the weight of concrete to the nearest 10 g. This is known as "weight of fully compacted 

concrete",W2. 

9) The compacting factor, Fc can be calculated as follows: 

 

Compacting factor =            Weight  of  partially compacted concrete (W1) 

           ___________________________________ 

             Weight of fully compacted concrete (W2) 

 

 

 

 

 

 

 

 

 

Figure: Compaction Factor Test 

Observation :   

The compacting factor is defined as the ratio of the weight of partially compacted concrete to the weight of 
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fully compacted concrete. It shall normally be stated to the nearest second decimal place. 

1.  Weight of Empty Cylinder (W1) = …………….kg 

2.  Weight of Cylinder + Free Fall Concrete (W2) = …………….kg 

3.  Weight of Cylinder + Hand Compacted Concrete (W2) = …………….kg 

4.  Weight of Partially Compacted Concrete (Wp) = (W2-W1) = …………….kg 

5.  Weight of Fully Compacted Concrete (Wf) = (W2-W1) == …………….kg 

 
 

Conclusion / Result  : 

 

The compaction factor ………..  indicate Low/ Medium/ High Degree of workability 
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COMPRESSIVE STRENGTH OF CONCRETE CUBE  

 

  

Experiment No. : 15 

Aim:  Determine of Compressive Strength of Concrete. 

Reference: IS : 516 - 1959, IS: 1199-1959, SP : 23-1982, IS : 10086-1982 

Theory:  
Age at Test - Tests shall be made at recognized ages of the test specimens, the most usual being 7 and 28 days. 

Where it may be necessary to obtain the early strengths, tests may be made at the ages of 24 hours ± ½ hour 

and 72 hours ± 2 hours. The ages shall be calculated from the time of the addition of water to the dry 

ingredients.  

Number of Specimens - At least three specimens, preferably from different batches, shall be made for testing 

at each selected age. 

 

Apparatus details:  
Testing Machine - The testing machine may be of any reliable type, of sufficient capacity for the tests and 

capable of applying the load at the rate specified in 5.5. The permissible error shall be not greater than ± 2 

percent of the maximum load.  

Cube Moulds - The mould shall be of 150 mm size conforming to IS: 10086-1982.  

Cylinders -The cylindrical mould shall be of 150 mm diameter and 300 mm height conforming to IS: 10086-

1982.  

Weights and weighing device, Tools and containers for mixing, Tamper (square in cross section) etc.  

 

Procedure  :  

1) Sampling of Materials - Samples of aggregates for each batch of concrete shall be of the desired grading 

and shall be in an air-dried condition. The cement samples, on arrival at the laboratory, shall be thoroughly 

mixed dry either by hand or in a suitable mixer in such a manner as to ensure the greatest possible blending 

and uniformity in the material.  

2) Proportioning - The proportions of the materials, including water, in concrete mixes used for determining 

the suitability of the materials available, shall be similar in all respects to those to be employed in the work.  

3) Weighing - The quantities of cement, each size of aggregate, and water for each batch shall be determined 

by weight, to an accuracy of 0.1 percent of the total weight of the batch.  

4) Mixing Concrete - The concrete shall be mixed by hand, or preferably, in a laboratory batch mixer, in such 

a manner as to avoid loss of water or other materials. Each batch of concrete shall be of such a size as to leave 

about 10 percent excess after moulding the desired number of test specimens.  

5) Mould - Test specimens cubical in shape shall be 15 × 15 × 15 cm. If the largest nominal size of the 

aggregate does not exceed 2 cm, 10 cm cubes may be used as an alternative. Cylindrical test specimens shall 

have a length equal to twice the diameter.  

6) Compacting - The test specimens shall be made as soon as practicable after mixing, and in such a way as to 

produce full compaction of the concrete with neither segregation nor excessive laitance.  

7) Curing - The test specimens shall be stored in a place, free from vibration, in moist air of at least 90 percent 
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relative humidity and at a temperature of 27° ± 2°C for 24 hours ± ½ hour from the time of addition of water to 

the dry ingredients.  

8) Placing the Specimen in the Testing Machine - The bearing surfaces of the testing machine shall be wiped 

clean and any loose sand or other material removed from the surfaces of the specimen which are to be in 

contact with the compression platens.  

9) In the case of cubes, the specimen shall be placed in the machine in such a manner that the load shall be 

applied to opposite sides of the cubes as cast, that is, not to the top and bottom. 10) The axis of the specimen 

shall be carefully aligned with the centre of thrust of the spherically seated platen. No packing shall be used 

between the faces of the test specimen and the steel platen of the testing machine.  

11) The load shall be applied without shock and increased continuously at a rate of approximately 140 kg/sq 

cm/min until the resistance of the specimen to the increasing load breaks down and no greater load can be 

sustained.  

12) The maximum load applied to the specimen shall then be recorded and the appearance of the concrete and 

any unusual features in the type of failure shall be noted.  

 

Figure: Compression Testing Machine 

 

 

 

Observation :   

Data for the calculating of the mix proportion 

 Sr. No. 

 

Description 

 

Value 

 

1 
Compressive strength at 28 days 
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2 
Slump 

 
 

3 Type of cement  

4 
Specific gravity of cement 

 
 

5 
Type of sand 

 
 

6 
Specific gravity of sand 

 
 

7 
Fineness modulus 

 
 

8 Type of coarse aggregate  

 

 

 
 
Conclusion / Result : 

 
1) The average 7 Days Compressive Strength of concrete sample is found to be …..….. N/mm

2
 

 

2) The average 28 Days Compressive Strength of concrete sample is found to be …..….. N/mm2 
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FLEXURAL STRENGTH OF CONCRETE  

 

  

Experiment No. : 16 

Aim:  Determine of Flexural Strength of Concrete. 

Reference: IS : 516 - 1959, IS: 1199-1959, SP : 23-1982, IS : 10086-1982 

Theory:  
Age at Test - Tests shall be made at recognized ages of the test specimens, the most usual being 7 and 28 days. 

Where it may be necessary to obtain the early strengths, tests may be made at the ages of 24 hours ± ½ hour and 72 

hours ± 2 hours. The ages shall be calculated from the time of the addition of water to the dry ingredients.  

Number of Specimens - At least three specimens, preferably from different batches, shall be made for testing at 

each selected age.  

 
Apparatus details:  
Testing Machine - The testing machine may be of any reliable type, of sufficient capacity for the tests and capable 

of applying the load at the rate specified in 5.5. The permissible error shall be not greater than ± 2 percent of the 

maximum load.  

Beam Moulds - The beam moulds shall conform to IS: 10086-1982. The standard size shall be 15 × 15 × 70 cm. 

Alternatively, if the largest nominal size of the aggregate does not exceed 19 mm, specimens 10 × 10 × 50 cm may 

be used.  

Weights and weighing device, Tools and containers for mixing, Tamper (square in cross section) etc.  

Procedure  :  

1. Sampling of Materials - Samples of aggregates for each batch of concrete shall be of the desired grading and 

shall be in an air-dried condition. The cement samples, on arrival at the laboratory, shall be thoroughly mixed dry 

either by hand or in a suitable mixer in such a manner as to ensure the greatest possible blending and uniformity in 

the material.  

2. Proportioning - The proportions of the materials, including water, in concrete mixes used for determining the 

suitability of the materials available, shall be similar in all respects to those to be employed in the work.  

3. Weighing - The quantities of cement, each size of aggregate, and water for each batch shall be determined by 

weight, to an accuracy of 0.1 percent of the total weight of the batch.  

4. Mixing Concrete - The concrete shall be mixed by hand, or preferably, in a laboratory batch mixer, in such a 

manner as to avoid loss of water or other materials. Each batch of concrete shall be of such a size as to leave about 

10 percent excess after moulding the desired number of test specimens.  

5. Mould - The standard size shall be 15 × 15 × 70 cm. Alternatively, if the largest nominal size of the aggregate 

does not exceed 19 mm, specimens 10 × 10 × 50 cm may be used. 

6. Compacting - The test specimens shall be made as soon as practicable after mixing, and in such a way as to 

produce full compaction of the concrete with neither segregation nor excessive laitance.  

7. Curing - The test specimens shall be stored in a place, free from vibration, in moist air of at least 90 percent 

relative humidity and at a temperature of 27° ± 2°C for 24 hours ± ½ hour from the time of addition of water to the 

dry ingredients. 
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8. Placing the Specimen in the Testing Machine - The bearing surfaces of the supporting and loading rollers shall 

be wiped clean, and any loose sand or other material removed from the surfaces of the specimen where they are to 

make contact with the rollers.  

 9. The specimen shall then be placed in the machine in such a manner that the load shall be applied to the 

uppermost surface as cast in the mould, along two lines spaced 20.0 or 13.3 cm apart. 

10. The axis of the specimen shall be carefully aligned with the axis of the loading device. No packing shall be 

used between the bearing surfaces of the specimen and the rollers.  

11. The load shall be applied without shock and increasing continuously at a rate such that the extreme fibre stress 

increases at approximately 7 kg/sq cm/min, that is, at a rate of loading of 400 kg/min for the 15.0 cm specimens 

and at a rate of 180 kg/min for the 10.0 cm specimens.  

12. The load shall be increased until the specimen fails, and the maximum load applied to the specimen during the 

test shall be recorded. The appearance of the fractured faces of concrete and any unusual features in the type of 

failure shall be noted. 

 

Figure: Loading Arrangements for Flexural Strength test 

 

 

 

 

Observation :   

Calculations of Mix Proportion  
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Calculation: 

The flexural strength of the specimen shall be expressed as the modulus of rupture fb, which, if ‗a‘ equals the 

distance between the line of fracture and the nearer support, measured on the centre line of the tensile side of the 

specimen, in cm, shall be calculated to the nearest 0.5 kg/sq cm as follows: 

  

  
when ‗a‘ is greater than 20.0 cm for 15.0 cm specimen, or greater than 13.3 cm for a 10.0 cm specimen, or  

 
when ‗a‘ is less than 20.0 cm but greater than 17.0 cm for 15.0 cm specimen, or less than 13.3 cm but greater than 

11.0 cm for a 10.0 cm specimen  

 

Where, 
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Conclusion / Result : 

 
1) The The average 7 Days Modulus of Rupture of concrete sample is found to be …..….. N/mm

2
 

 

2) The average 28 Days Modulus of Rupture of concrete sample is found to be …..….. N/mm2 
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Experiment No. : 17 

Title : Determine Splitting Tensile Strength of Cylindrical Concrete Specimens 

 

Objective : This method covers the determination of the splitting tensile strength of cylindrical  

                   concrete specimens.  

Reference : IS : 516 - 1959, IS: 1199-1959, SP : 23-1982, IS : 10086-1982 

 

Theory : 

       Age at Test - Tests shall be made at recognized ages of the test specimens, the most usual being 7 and 28 days. 

Where it may be necessary to obtain the early strengths, tests may be made at the ages of 24 hours ± ½ hour and 72 

hours ± 2 hours. The ages shall be calculated from the time of the addition of water to the dry ingredients. Number 

of Specimens - At least three specimens, preferably from different batches, shall be made for testing at each 

selected age. 

 

Apparatus :  

Testing Machine - The testing machine may be of any reliable type, of sufficient capacity for the tests and capable 

of applying the load at the rate specified in 5.5. The permissible error shall be not greater than ± 2 percent of the 

maximum load.  

Cylinders -The cylindrical mould shall be of 150 mm diameter and 300 mm height conforming to IS: 10086-1982.  

Weights and weighing device, Tools and containers for mixing, Tamper (square in cross section) etc 

Procedure :  

1. Sampling of Materials - Samples of aggregates for each batch of concrete shall be of the desired grading and 

shall be in an air-dried condition. The cement samples, on arrival at the laboratory, shall be thoroughly mixed dry 

either by hand or in a suitable mixer in such a manner as to ensure the greatest possible blending and uniformity in 

the material.  

2. Proportioning - The proportions of the materials, including water, in concrete mixes used for determining the 

suitability of the materials available, shall be similar in all respects to those to be employed in the work.  

3. Weighing - The quantities of cement, each size of aggregate, and water for each batch shall be determined by 

weight, to an accuracy of 0.1 percent of the total weight of the batch.  

4. Mixing Concrete - The concrete shall be mixed by hand, or preferably, in a laboratory batch mixer, in such a 

manner as to avoid loss of water or other materials. Each batch of concrete shall be of such a size as to leave about 

10 percent excess after moulding the desired number of test specimens.  

5. Mould - The cylindrical mould shall be of 150 mm diameter and 300 mm height conforming to IS: 10086-1982.  

6. Compacting - The test specimens shall be made as soon as practicable after mixing, and in such a way as to 

produce full compaction of the concrete with neither segregation nor excessive laitance. 7. Curing - The test 
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specimens shall be stored in a place, free from vibration, in moist air of at least 90 percent relative humidity and at 

a temperature of 27° ± 2°C for 24 hours ± ½ hour from the time of addition of water to the dry ingredients. 

 8. Placing the Specimen in the Testing Machine - The bearing surfaces of the supporting and loading rollers shall 

be wiped clean, and any loose sand or other material removed from the surfaces of the specimen where they are to 

make contact with the rollers.  

9. Two bearings strips of nominal (1/8 in i.e 3.175mm) thick plywood, free of imperfections, approximately 

(25mm) wide, and of length equal to or slightly longer than that of the specimen should be provided for each 

specimen.  

10. The bearing strips are placed between the specimen and both upper and lower bearing blocks of the testing 

machine or between the specimen and the supplemental bars or plates.  

11. Draw diametric lines an each end of the specimen using a suitable device that will ensure that they are in the 

same axial plane. Center one of the plywood strips along the center of the lower bearing block.  

12. Place the specimen on the plywood strip and align so that the lines marked on the ends of the specimen are 

vertical and centered over the plywood strip.  

13. Place a second plywood strip lengthwise on the cylinder, centered on the lines marked on the ends of 

the cylinder. Apply the load continuously and without shock, at a constant rate within, the range of 71 689 to 1380 

kPa/min splitting tensile stress until failure of the specimen 14.Record the maximum applied load indicated by the 

testing machine at failure. Note the type of failure and appearance of fracture. 
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Experiment No. : 18 

Title : Concrete Mix Design by Indian standard method IS 10262-2009 

Objective : To determine the concrete mix proportion by Indian standard Recommended method IS 10262-2009 

Reference : IS 10262-2009, IS 456 -2000 

 

Theory :  

Data to be collected :  

1. Characteristic compressive strength ( that is, below which only a specified proportion of test results are allowed 

to fall ) of concrete at 28 days (fck)  

2. Degree of workability desired  

3. Limitations on the water-cement ratio and the minimum cement content to ensure adequate durability  

4. Type and maximum size of aggregate to be used  

5. Standard deviation (S) of compressive strength of concrete.  

Apparatus : (1) Concrete mixer, (2) Balance, (3) Molds (or forms) for casting of the test specimens for future 

testing. Procedure : 
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Experiment No. : 19 

 
Rebound Hammer test  

            The Rebound hammer test measures the elastic rebound of concrete and is primarily used for estimation of 

concrete strength and for comparative investigations. Figure 2C4-6 shows the sample of Schmidt Hammer that 

usually used in rebound hammer test. The procedures of rebound hammer testing are listed below: 

 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
3. Carry on the test at the other positions B, C, and D.  

4. Take at least five readings for each position.  

5. Please avoid from testing on top of reinforcement or large aggregate.  

 

Ultrasonic Pulse Test (Pundit test) Ultrasonic pulse velocity method consists of measuring the time of travel of an 

ultrasonic pulse, passing through the concrete to be tested. Figure 2C4-8 shows the component of ‘Pundit’ 

equipment that usually used in concrete work. The procedures of ultrasonic pulse velocity testing are listed below: 
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Results and Discussion 1.  

1. Use the results from the cover meter readings to detail the reinforcement in the beam showing  

its front elevation and a cross section.  

2. Determine the strength of concrete (using graphs provided) from the rebound numbers and 

 the pulse velocity. 

3Compare and discuss the results obtained. 

Average Rebound Number Quality of Concrete 

˃40 Very good hard layer 

30 to 40 Good layer 

20 to 30 Fair 

˂20 Poor concrete 

 

 

 


